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VILAS 814
Linh vue thir nghiém: Co
Field of testing: Mechanical
Tén san pham, Gi:ﬁ hf'"; silnh lm‘_rzg
Lp | vitliu duge thi Tén phép thir cu thé/ (néu c6)/ Pham vido | by rong phép thit/
Materials or The name of specific tests me” ofq/uannmtmn Test method
product tested (if any)/range of
measurement
ASME Section IX
2019
Thir kéo (xac dinh gidi han chay, gioi
. AWS D1.1-2020
han bén, d6 gian dai)
1. Fmax = 600 kN API 1104 :2018
Tensile test (determination of yield 1SO 15614-1 2017
strength, tensile strength, elongation) 1SO 4136: 2012
TCVN 5403:1991
TCVN 5401:2010
ASME Section IX
, 2019
Thir uon
2. Max = 180° AWS D1.1-2020
Bend test ISO 15614-1 :2017
ISO 5173: 2010
Moi han gidp mi API 1104 :2018
trén thép tam, TCVN 5402:2010
thép ong ASTM A370-20
Butt weld on steel | Thir va dap tai nhiét do ASME Section IX
plate, steel pipe e nhiét d6 phong dén -117 °C 2019
3 e tai -196°C AWS D1.1-2020
. Max =4501]
Impact test: ASTM E23-18
e  Room temperature to -117°C ISO 15614-1:2017
o At-196°C ISO 9016 : 2012
ISO 148-1:2016
TCVN 312-1:2007
Thu bé gay
4. Finax = 600 kN API 1104:2018
Nick break test
ASTM E92-17
Thtr d9 ciing ISO 9015-1 :2011
5. Max =500 HV10
Hardness test ISO 6507-1: 2018
TCVN 258-1:2007
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VILAS 814
Tén san pham, G1:n hf’“; silnh lm‘_)zg
TT vit liéu dwoc thi/ Tén phép thir cu thé/ (néu c6)/ Pham vi do Phwong phap thi/
Materials or The name of specific tests me” ofq/uannmtmn Test method
product tested (if any)/range of
measurement
M&éi han géc trén AWS D1.1-2020
thép tim Thir bé giy ASME Section IX
6. Fmax = 600 kN
Fillet weld on | Fracture test 2019
steel plate ISO 15614-1 :2017
ASTM A370-20
Thir kéo (xac dinh gidi han chay, gioi
5 _ _ ASTM E8/8M-16a
han bén, d6 gian dai)

7. Fmax = 600 kN BS EN ISO 6892-
Tensile test (determination of yield 19016
strength, tensile strength, elongation) '

TCVN 197-1 :2014
. TCVN 198: 2008
Thir uon
8. Max = 180° ASTM A370-20
Bend test
Thép thanh, thép ISO 7438:2016
tam, thép 6ng | Thir va dap tai nhiét do
) ASTM A370-20
Steel shape, Steel e Nhiét d6 phong dén -117 °C
) ASTM E23-18
plate, steel pipe e Tai -196°C

9. Max =4501] BS EN ISO 148-

Impact Test:
1:2016
e Room temperature to -117°C
TCVN 312-1:2007
o At-196C
ASTM E384-17
Thtr d9 ciing ASTM E92-17
10. Max 500 HV10
Hardness test ISO 6507-1:2018
TCVN 258-1:2007
. _ ASTM E340-15
Kim loai Phan tich t6 chirc tho dai
1. BS EN ISO
Metal Macroetching test
17639:2013
Thir kéo (xac dinh tai trong va gioi
. ISO 898-1:2013
Bulong han bén)
12. Finax = 600 kN ASTM F606-16
Bolt Tensile test (determination of proof
. ASTM A370-20
load and tensile strength)
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VILAS 814
2 Gi6i han dinh 1
Tén san pham, 1:11 ar; Pinn lr(:n;g
TT vit liéu dwoc thi/ Tén phép thir cu thé/ (néu c6)/ Pham vi do Phwong phap thi/
Materials or The name of specific tests me” ofq/uannmtmn Test method
product tested (if any)/range of
measurement
Thir kéo (xac dinh gidi han chay, gidi
. _ _ ISO 898-1:2013
Vit liéu bulong | han bén, do gian dai)
13. Fmax = 600 kN TCVN 197-1:2014
Bolt material Tensile test (determination of yield
. . ASTM A370-20
strength, tensile strength, elongation)
Ghi chu/Note:
- JIS: Japanese Industrial Standard
- ASTM: American Society for Testing and Materials
- ISO: International Organization for Standardization
- API: American National Standards Institute
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